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Percent by Weight (Dry Basis)
Dross Min. by Diff. Max. Max. Max. Max. Max. Max. Max. Max. Max. Max.

Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi (%) Zn (%) Te (%) Ni (%) Fe (%)

Hammond, IN Federal Chemical 0.47 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0078 0.0002 <0.0005 <0.0001 0.0041 <0.0001
Hammond, IN Federal Chemical 0.51 99.920 <0.0001 <0.0001 <0.0002 0.066 0.0075 0.0001 <0.0005 <0.0001 0.0052 <0.0001
Hammond, IN Federal Chemical 0.31 99.937 <0.0001 <0.0001 <0.0002 0.052 0.0064 0.0001 <0.0005 <0.0001 0.0033 <0.0001
Hammond, IN Federal Chemical 0.41 99.929 <0.0001 <0.0001 <0.0002 0.058 0.0078 0.0001 <0.0005 <0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.45 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0079 0.0001 <0.0005 <0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.46 99.933 <0.0001 <0.0001 <0.0002 0.055 0.0068 0.0002 <0.0005 <0.0001 0.0035 <0.0001
Hammond, IN Federal Chemical 0.44 99.930 <0.0001 <0.0001 <0.0002 0.058 0.0070 0.0001 <0.0005 <0.0001 0.0040 <0.0001
Hammond, IN Federal Chemical 0.53 99.929 <0.0001 <0.0001 <0.0002 0.058 0.0079 0.0002 <0.0005 <0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.33 99.921 <0.0001 <0.0001 <0.0002 0.065 0.0080 0.0001 <0.0005 <0.0001 0.0048 <0.0001
Hammond, IN Federal Chemical 0.39 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0075 0.0003 <0.0005 <0.0001 0.0044 <0.0001
Hammond, IN Federal Chemical 0.38 99.934 <0.0001 <0.0001 <0.0002 0.054 0.0075 0.0002 <0.0005 <0.0001 0.0034 <0.0001
Hammond, IN Federal Chemical 0.36 99.921 <0.0001 <0.0001 <0.0002 0.065 0.0078 0.0001 <0.0005 <0.0001 0.0052 <0.0001
Hammond, IN Federal Chemical 0.36 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0090 0.0002 <0.0005 <0.0001 0.0031 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.923 <0.0001 <0.0001 <0.0002 0.064 0.0065 0.0002 <0.0005 <0.0001 0.0053 <0.0001
Hammond, IN St. Joe Chemical 0.42 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0069 0.0002 <0.0005 <0.0001 0.0044 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.932 <0.0001 <0.0001 <0.0002 0.056 0.0068 0.0002 <0.0005 <0.0001 0.0038 <0.0001
Hammond, IN St. Joe Chemical 0.36 99.923 <0.0001 <0.0001 <0.0002 0.064 0.0065 0.0002 <0.0005 <0.0001 0.0053 <0.0001
Hammond, IN St. Joe Chemical 0.31 99.930 <0.0001 <0.0001 <0.0002 0.058 0.0063 0.0001 <0.0005 <0.0001 0.0040 <0.0001
Hammond, IN St. Joe Chemical 0.53 99.918 <0.0001 <0.0001 <0.0002 0.068 0.0065 0.0002 <0.0005 <0.0001 0.0061 <0.0001
Hammond, IN St. Joe Chemical 0.38 99.925 <0.0001 <0.0001 <0.0002 0.062 0.0068 0.0001 <0.0005 <0.0001 0.0050 <0.0001
Hammond, IN St. Joe Chemical 0.50 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0072 0.0001 <0.0005 <0.0001 0.0046 <0.0001
Hammond, IN St. Joe Chemical 0.48 99.921 <0.0001 <0.0001 <0.0002 0.062 0.0074 0.0007 <0.0005 <0.0001 0.0076 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.926 <0.0001 <0.0001 <0.0002 0.061 0.0066 0.0002 <0.0005 <0.0001 0.0049 <0.0001
Hammond, IN St. Joe Chemical 0.37 99.917 <0.0001 <0.0001 <0.0002 0.069 0.0072 0.0002 <0.0005 <0.0001 0.0058 <0.0001
Hammond, IN St. Joe Chemical 0.36 99.927 <0.0001 <0.0001 <0.0002 0.060 0.0068 0.0002 <0.0005 <0.0001 0.0045 <0.0001
Hammond, IN St. Joe Chemical 0.38 99.929 <0.0001 <0.0001 <0.0002 0.059 0.0067 0.0002 <0.0005 <0.0001 0.0043 <0.0001

New Haven, IN St. Joe Chemical 0.57 99.925 <0.0001 <0.0001 <0.0002 0.064 0.0059 0.0003 <0.0005 <0.0001 0.0035 <0.0001
New Haven, IN St. Joe Chemical 0.37 99.923 0.0001 <0.0001 <0.0002 0.065 0.0060 0.0002 <0.0005 <0.0001 0.0044 <0.0001
New Haven, IN St. Joe Chemical 0.50 99.930 <0.0001 <0.0001 <0.0002 0.059 0.0060 0.0002 <0.0005 <0.0001 0.0041 <0.0001
New Haven, IN St. Joe Chemical 0.47 99.929 <0.0001 <0.0001 <0.0002 0.060 0.0051 0.0002 <0.0005 <0.0001 0.0043 <0.0001
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Marietta, PA St. Joe Chemical 0.58 99.932 <0.0001 <0.0001 <0.0002 0.056 0.0067 0.0002 <0.0005 <0.0001 0.0040 <0.0001
Marietta, PA St. Joe Chemical 0.52 99.933 <0.0001 <0.0001 <0.0002 0.056 0.0060 0.0001 <0.0005 <0.0001 0.0035 <0.0001
Marietta, PA St. Joe Chemical 0.55 99.924 0.0001 <0.0001 <0.0002 0.060 0.010 0.0012 <0.0005 <0.0001 0.0039 <0.0001
Marietta, PA St. Joe Chemical 0.43 99.932 0.0001 <0.0001 <0.0002 0.058 0.0050 0.0002 <0.0005 <0.0001 0.0040 <0.0001
Marietta, PA St. Joe Chemical 0.28 99.924 <0.0001 <0.0001 <0.0002 0.064 0.0065 0.0001 <0.0005 <0.0001 0.0048 <0.0001

Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0005 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.34 99.99 0.0011 <0.0001 <0.0002 <0.0001 <0.0001 0.0041 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0025 <0.0001 <0.0002 0.0011 0.0003 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.25 99.99 0.0031 <0.0001 <0.0002 0.0011 0.0001 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0022 <0. 0001 <0.0002 <0.0001 <0.0001 0.0034 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.09 99.99 0.0035 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0031 <0.0001 <0.0002 <0.0001 <0.0001 0.0032 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.77 99.99 0.0036 <0.0001 0.0019 <0.0001 <0.0001 0.0031 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.66 99.99 0.0043 <0.0001 0.0007 0.0003 0.0001 0.0030 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0028 <0.0001 0.0004 <0.0001 <0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.92 99.99 0.0026 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0024 <0.0001 0.0002 <0.0001 0.0004 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.63 99.99 0.0023 <0.0001 <0.0002 0.0002 0.0002 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0002 0.0001 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.75 99.99 0.0022 <0.0001 <0.0002 0.0005 0.0002 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.85 99.99 0.0019 <0.0001 <0.0002 0.0002 0.0001 0.0045 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0016 <0.0001 <0.0002 <0.0001 0.0002 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0021 <0.0001 <0.0002 0.0001 0.0001 0.0039 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0028 <0.0001 <0.0002 0.0003 0.0001 0.0056 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0033 <0.0001 <0.0002 <0.0001 <0.0001 0.0042 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.65 99.99 0.0018 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0018 <0.0001 <0.0002 0.0001 0.0001 0.0033 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.86 99.99 0.0028 <0.0001 <0.0002 <0.0001 <0.0001 0.0054 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0028 <0.0001 <0.0002 <0.0001 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0008 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.67 99.98 0.0038 <0.0001 <0.0002 0.0006 0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA St. Joe Chemical 0.48 99.93 0.0001 <0.0001 <0.0002 0.056 0.0068 0.0002 <0.0005 <0.0001 <0.0037 <0.0001
Mechanicsburg, PA St. Joe Chemical 0.38 99.93 0.0001 <0.0001 <0.0002 0.055 0.0067 0.0001 <0.0005 <0.0001 0.0037 <0.0001
Mechanicsburg, PA Perth Amboy Corroding 0.38 99.97 <0.0001 <0.0001 <0.0002 <0.0001 0.0007 0.019 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Perth Amboy Common Desil. 0.58 99.92 0.0001 <0.0001 <0.0002 0.0002 0.0017 0.068 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Schuylkill Common Gr. A 0.96 99.96 0.0040 <0.0001 <0.0002 0.0060 0.0037 0.022 <0.0005 0.0007 0.0018 <0.0001
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Mechanicsburg, PA Schuylkill Common Desil. 0.62 99.96 0.0004 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg. PA Braubach Corroding 0.54 99.98 <0.0001 <0.0001 <0.0002 0.0002 0.0005 0.022 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Penna Corroding 0.58 99.96 <0.0001 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Tsumco Corroding 0.39 99.97 <0.0001 <0.0001 <0.0002 0.0005 0.0011 0.026 <0.0005 <0.0001 0.0003 <0.0001
Mechanicsburg, PA Trepca Common Desil. 0.52 99.97 <0.0001 <0.0001 <0.0002 0.0004 0.0003 0.019 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Schuylkill Common Desil. 0.62 99.96 0.0004 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Omaha & Grant Common Desil. 0.55 99.93 <0.0001 <0.0001 <0.0002 <0.0001 0.0002 0.065 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Omaha & Grant Common Gr. A 0.5 99.98 <0.0001 <0.0001 <0.0002 0.0002 0.0007 0.017 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA ILR Common Gr. A 0.45 99.92 <0.0001 <0.0001 <0.0002 0.0003 0.0002 0.077 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg. PA Kirk Common Gr. A 0.39 99.96 <0.0001 <0.0001 <0.0002 0.0011 0.0034 0.029 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Tadanac Corroding 0.59 99.99 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Penna(roya) Common Desil. 0.60 99.97 0.0001 <0.0001 <0.0002 0.0011 0.0020 0.024 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Penna(roya) Common Desil. 0.39 99.97 0.0001 <0.0001 <0.0002 0.0011 0.0019 0.024 <0.0005 <0.0001 <0.0001 <0.0001

Warren, OH Federal Chemical 0.56 99.927 <0.0001 <0.0001 <0.0002 0.064 0.0047 0.0004 <0.0005 <0.0001 0.0032 <0.0001
Warren, OH Federal Chemical 0.51 99.928 <0.0001 <0.0001 <0.0002 0.062 0.0055 0.0001 <0.0005 <0.0001 0.0035 <0.0001
Warren, OH St.Joe Chemical 0.47 99.929 <0.0001 <0.0001 <0.0002 0.060 0.0065 0.0001 <0.0005 <0.0001 0.0037 <0.0001
Warren, OH St.Joe Chemical 0.63 99.930 0.0001 <0.0001 <0.0002 0.059 0.0056 0.0001 <0.0005 0.0001 0.0039 <0.0001
Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0009 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.56 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0007 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.54 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0008 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.68 99.996 <0.0001 <0.0001 <0.0002 0.0005 0.0016 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.52 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.59 99.998 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.47 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0004 0.0007 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0007 0.0003 0.0005 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.60 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0007 0.0010 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.52 99.996 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0013 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.78 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.59 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0005 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0006 0.0005 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.54 99.998 <0.0001 <0.0001 <0.0002 0.0005 0.0004 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.57 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0008 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.44 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0013 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.61 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0014 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.62 99.997 <0.0001 <0.0001 <0.0002 0.0006 0.0004 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
Warren, OH Tadanac Corroding 0.55 99.996 <0.0001 <0.0001 <0.0002 0.0003 0.0006 0.0021 <0.0005 <0.0001 <0.0001 <0.0001


